
Batch/Forging No. C   Si  Mn   P   S   Ni   Cr  Mo Cu
% % % % % % % % %

0.035 0.685 0.793 0.036 0.002 10.0703 17.0492 2.071 0.255

Batch/Forging No.
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Material Certificate 3.1
材质报告

Product Name: Drawing No. 产品图号: Shipment qty 发货数量PCS: Date 日期:

Stainless Steel per order 23-Jun-26

Chemical Composition / 化学成分

材料批号

FTM3050123

Physical properties / 机械性能

Yield Stress Rp  0.2[N/mm2] Tensile Strength     Rm[N/mm2] Elongation     A[%]
材料批号 屈服强度 抗拉强度 延伸率

We hereby certify that the material described above has been tested and complies with the terns of order contract 
我们声明以上材质报告真实有效且严格符合合同的要求。
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FTM3050123 236 649 35%


